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GOLF BALL

BACKGROUND OF THE INVENTION

The present invention relates to a golf ball having a core
and a cover of one layer or a plurality of layers. More specifi-
cally, the invention relates to a golf ball which, by maintaining
a good rebound and having a reduced spin rate, is able to
achieve an increased distance.

It is known that the hardness and resilience of crosslinked
rubber vary according to the moisture content therein, and
various ways of adjusting the moisture content within a rub-
ber composition even during golf ball manufacture have been
proposed. For example, JP-A 10-85367 discloses a technique
that suppresses the decrease in core resilience by minimizing
moisture present in a golf ball rubber composition.

JP-A 2002-102388 describes an attempt in which pow-
dered rubber that has been subjected to moisture absorption is
added to a rubber composition as a way to lower the rebound
of a practice golf ball. However, the above prior art does not
address the challenge of providing a golf ball for regulation
play which, by maintaining a good rebound and having a
reduced spin rate, is able to achieve an increased distance.

Also, JP-A 2003-126300 discloses art which increases the
rebound of a golf ball by using zinc oxide having a small
particle size in the rubber composition for the golf ball core.
However, because this art does not control the crosslink den-
sity of the core, a core material which undergoes no decrease
in resilience over time and experiences little energy loss can-
not be reliably obtained.

SUMMARY OF THE INVENTION

It is therefore an object of the invention to obtain a core
material which undergoes little decrease over time in resil-
ience and experiences little energy loss, and to provide a golf
ball which undergoes little decrease over time in rebound. Itis
also an object of the invention to provide a golf ball having an
excellent durability.

As a result of extensive investigations, the inventors have
discovered that, by forming a golf ball core of a material
molded under heat from a rubber composition which includes
(A) a base rubber, (B) an organic peroxide, and (C) water
and/or a metal monocarboxylate, and by having the product
PxE of'the difference P (mol/m?) in crosslink density between
a surface of the core and a center of the core, as measured
based on a toluene swelling test, multiplied by the deflection
E (mm) of the core when compressed under a final load of
1,275 N (130 kgf) from an initial load state of 98 N (10 kgf),
be at least 28x10° mol/m®-mm, there is obtained a core mate-
rial which undergoes little decrease in resilience over time
and little energy loss. The inventors have also found that, in a
dynamic viscoelasticity test on the hot-molded material con-
taining components (A) to (C), when the loss tangent of the
core center is measured at a temperature of =12° C. and a
frequency of 15 Hz, letting tan &, be the loss tangent at a
dynamic strain of 1% and tan §,, be the loss tangent at a
dynamic strain of 10%, if the slope of these tan § values,
expressed as [(tan ,,—tan §,)/(10%—1%)], is set to not more
than 0.003, there is obtained a core material which undergoes
little decrease in resilience over time and little energy loss.
Golf balls in which these core materials are used in the core
and the core is encased by a cover of one layer or a plurality
of layers are able to achieve an increased distance by main-
taining a good rebound and having a reduced spin rate, and
moreover are endowed with excellent durability.
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The golf ball of the invention is thus a golf ball having a
core and a cover of one layer or a plurality of layers, in which
the core is formed of a material molded under heat from a
rubber composition which includes (A) a base rubber, (B) an
organic peroxide, and (C) water and/or a metal monocarboxy-
late. By suitably controlling both the difference in crosslink
density between the center and the surface ofthe core and also
the dynamic viscoelastic properties at the center of the core,
there can be obtained a golf ball which achieves a reduced
spin rate, has a good durability, and moreover undergoes little
change in rebound even when used over an extended period of
time.

More specifically, in the inventive golf ball having a core
and a cover of one layer or a plurality of layers, decomposi-
tion of the organic peroxide within the core formulation can
be promoted by directly blending water (i.e., a water-contain-
ing material) into the core material. In addition, it is known
that the decomposition efficiency of the organic peroxide
within the core-forming rubber composition changes with
temperature, and that, starting at a given temperature, the
decomposition efficiency rises with increasing temperature.
If the temperature is too high, the amount of decomposed
radicals becomes too large, leading to recombination between
radicals and deactivation. As a result, fewer radicals act effec-
tively in crosslinking. Here, when a heat of decomposition is
generated by decomposition of the organic peroxide during
core vulcanization, the vicinity of the core surface remains at
substantially the same temperature as the temperature of the
vulcanization mold, but the temperature near the core center,
due to the accumulation of heat of decomposition by the
organic peroxide which has decomposed from the outside,
becomes considerably higher than the mold temperature.
When water (i.e., a water-containing material) is directly
blended into the core, the water acts to promote decomposi-
tion of the organic peroxide, and so a radical reaction like that
described above can be made to differ in the core center and
at the core surface. That is, decomposition of the organic
peroxide is further promoted near the center of the core,
bringing about greater radical deactivation, and thus further
decreasing the amount of active radicals. As a result, it is
possible to obtain a core in which the crosslink densities at the
core center and at the core surface differ greatly, and also to
obtain a core having different dynamic viscoelastic properties
at the core center.

By including the above core within a golf ball, it is possible
to provide a golf ball which achieves a reduced spin rate and
also has an excellent durability and undergoes little change
over time in rebound.

When zinc monoacrylate is used instead of water, water is
generated from the zinc monoacrylate by heat during knead-
ing of the compounded material. In this way, there can be
obtained an effect which is similar to that obtained by includ-
ing water.

Accordingly, the invention provides the following golf
ball.

[1] A golf ball comprising a core and a cover of one layer or
a plurality of layers, wherein the core is formed of a mate-
rial molded under heat from a rubber composition com-
prising the following components (A) to (C):

(A) a base rubber,

(B) an organic peroxide, and

(C) water and/or a metal monocarboxylate;
and the product PxE of the difference P (mol/m?) in crosslink
density between a surface of the core and a center of the core,
as measured based on a toluene swelling test, multiplied by
the deflection E (mm) of the core when compressed under a
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final load 0f 1,275 N (130 kgf) from an initial load state of 98

N (10 kgf) is at least 28x10* mol/m>-mm.

[2] The golf ball of [1], wherein the rubber composition
before vulcanization has a moisture content of at least
1,000 ppm.

[3] The golf ball of [1], wherein the core after vulcanization
has a higher moisture content at the core center than at the
core surface.

[4] The golf ball of [1], wherein the difference between the
crosslink density at the core surface and the crosslink den-
sity at the core center, both of which are crosslink densities
measured based on a toluene swelling test, is at least 9x10°
mol/m’.

[5] The golf ball of [1], wherein the rubber composition
includes from 0.1 to 5 parts by weight of an organosulfur
compound per 100 parts by weight of the base rubber.

[6] The golf ball of [1], wherein the core of the golf ball after
molding of the cover has an initial velocity V,, as measured
after peeling away the cover, of at least 77.0 m/s and not
more than 78.5 m/s.

[7] The golf ball of [1] which satisfies the relationship
V=V ,<0.7, wherein V, is the initial velocity of the core in
the golf ball after molding of the cover, as measured after
peeling away the cover, and V , is the initial velocity of the
core 60 days after measuring V,,.

[8] The golf ball of [1] wherein, when the loss tangent of the
core center is measured at a temperature of -12° C. and a
frequency of 15 Hz, letting tan 9, be the loss tangent at a
dynamic strain of 1% and tan §,, be the loss tangent at a
dynamic strain of 10%, the slope of these tan § values,
expressed as [(tan d,,-tan §,)/(10%-1%)], is not more
than 0.003.

[9] The golfball of [ 1], wherein the JIS-C hardness difference
obtained by subtracting a core center hardness from a core
surface hardness is at least 20 and not more than 40.

[10] A golf ball comprising a core and a cover of one layer or
aplurality of layers, wherein the core is formed of a mate-
rial molded under heat from a rubber composition com-
prising the following components (A) to (C):

(A) a base rubber,
(B) an organic peroxide, and
(C) water and/or a metal monocarboxylate;

and, when the loss tangent of the core center is measured at a

temperature of —-12° C. and a frequency of 15 Hz, letting tan

3, be the loss tangent at a dynamic strain of 1% and tan §,, be

the loss tangent at a dynamic strain of 10%, the slope of these

tan d values, expressed as [(tan 8, ,—tan 3, )/(10%—1%)], is not

more than 0.003.

[11] The golf ball of [10], wherein the rubber composition
before vulcanization has a moisture content of at least
1,000 ppm.

[12] The golf ball of [10], wherein the core after vulcanization
has a higher moisture content at the core center than at the
core surface.

[13] The golf ball of [10], wherein the core of the golf ball
after molding of the cover has an initial velocity V, as
measured after peeling away the cover, of at least 77.0 m/s
and not more than 78.5 m/s.

[14] The golf ball of [10], wherein the rubber composition
includes from 0.1 to 5 parts by weight of an organosulfur
compound per 100 parts by weight of the base rubber.

[15] The golf ball of [10] which satisfies the relationship
Vo=V0<0.7, wherein V, is the initial velocity of the core in
the golf ball after molding of the cover, as measured after
peeling away the cover, and V , is the initial velocity of the
core 60 days after measuring V,,.
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[16] The golf ball of [10], wherein the JIS-C hardness differ-
ence obtained by subtracting a core center hardness from a
core surface hardness is at least 20 and not more than 40.

DETAILED DESCRIPTION OF THE INVENTION

The invention is described more fully below.

The golf ball of the invention has a core and a cover of one
layer or a plurality of layers. The core is not limited only to
one layer and may, if necessary, be constructed of two or more
layers. The core is formed of a material molded under heat
from a rubber composition containing as the essential ingre-
dients the following components (A) to (C):

(A) a base rubber,

(B) an organic peroxide, and

(C) water and/or a metal monocarboxylate.

The base rubber serving as component (A) is not particu-
larly limited, although the use of polybutadiene is especially
preferred.

It is desirable for the polybutadiene to have a cis-1,4 bond
content on the polymer chain of at least 60 wt %, preferably at
least 80 wt %, more preferably at least 90 wt %, and most
preferably at least 95 wt %. If the content of cis-1,4 bonds
among the bonds on the polybutadiene molecule is too low,
the resilience may decrease.

The content of 1,2-vinyl bonds included on the polybuta-
diene is typically not more than 2%, preferably not more than
1.7%, and more preferably not more than 1.5%, of the poly-
mer chain. If the content of 1,2-vinyl bonds is too high, the
resilience may decrease.

The polybutadiene has a Mooney viscosity (ML, ,, (100°
C.)) of preferably at least 20, and more preferably at least 30,
with the upper limit being preferably not more than 120, more
preferably not more than 100, and even more preferably not
more than 80.

The term “Mooney viscosity” used herein refers to an
industrial indicator of viscosity (JIS K6300) measured with a
Mooney viscometer, which is a type of rotary plastometer.
This value is represented by the unit symbol ML, , (100° C.),
wherein “M” stands for Mooney viscosity, “L” stands for
large rotor (L-type), and “1+4” stands for a pre-heating time
of 1 minute and a rotor rotation time of 4 minutes. The “100°
C.” indicates that measurement was carried out at a tempera-
ture of 100° C.

The polybutadiene used may be one synthesized using a
rare-earth catalyst or a group VIII metal compound catalyst.
In this invention, the use of a polybutadiene synthesized with
a rare-earth catalyst is especially preferred. Where necessary,
an organoaluminum compound, an alumoxane, a halogen-
containing compound and a Lewis base may optionally be
used in combination with such a catalyst. In the practice of the
invention, preferred use may be made of, as the various fore-
going compounds, those mentioned in JP-A 11-35633.

Of the above rare-earth catalysts, the use of a neodymium
catalyst that uses in particular a neodymium compound,
which is a lanthanum series rare-earth compound, is espe-
cially recommended. In such cases, a polybutadiene rubber
having a high cis-1,4 bond content and a low 1,2-vinyl bond
content can be obtained at an excellent polymerization activ-
ity.

A polybutadiene rubber synthesized with a catalyst differ-
ing from the above lanthanum rare-earth compound may be
included in the base rubber. In addition, styrene-butadiene
rubber (SBR), natural rubber, polyisoprene rubber, ethylene-
propylene-diene rubber (EPDM) or the like may also be
included. These may be used singly or two or more may be
used in combination.
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The organic peroxide (B) used in the invention is not par-
ticularly limited, although the use of an organic peroxide
having a one-minute half-life temperature of 110to 185° C. s
preferred. A single organic peroxide, or two or more organic
peroxides, may be used. The amount of organic peroxide
included per 100 parts by weight of the base rubber is pref-
erably at least 0.1 part by weight, and more preferably at least
0.3 part by weight. The upper limit is preferably not more than
5 parts by weight, more preferably not more than 4 parts by
weight, and even more preferably not more than 3 parts by
weight. A commercially available product may be used as the
organic peroxide. Specific examples include those available
under the trade names Percumyl D, Perhexa C-40, Niper BW
and Peroyl L (all produced by NOF Corporation), and
Luperco 231XL (from Atochem Co.).

The water serving as component (C) in the invention is not
particularly limited, and may be distilled water or may be tap
water. The use of distilled water free of impurities is espe-
cially preferred. The amount of water included per 100 parts
by weight of the base rubber is preferably at least 0.1 part by
weight, and more preferably at least 0.3 part by weight. The
upper limit is preferably not more than 5 parts by weight, and
more preferably not more than 4 parts by weight.

By including a suitable amount of such water, the moisture
content in the rubber composition before vulcanization
becomes preferably at least 1,000 ppm, and more preferably
at least 1,500 ppm. The upper limit is preferably not more
than 8,500 ppm, and more preferably not more than 8,000
ppm. If the moisture content of the rubber composition is too
small, it may become difficult to obtain a suitable crosslink
density and tan §, which may make it difficult to mold a golf
ball having little energy loss and a reduced spin rate. On the
other hand, if the moisture content of the rubber composition
is too large, the core may become too soft, which may make
it difficult to obtain a suitable core initial velocity.

Although it is also possible to blend water directly into the
rubber composition, the following methods (i) to (iii) may be
employed to include water:

(1) applying steam or ultrasonically applying water in the
form of a mist to some or all of the rubber composition
(compounded material);

(i1) immersing some or all ofthe rubber composition in water;

(iii) letting some or all of the rubber composition stand for a
given period of time in a high-humidity environment in a
place where the humidity can be controlled, such as a
constant humidity chamber.

As used herein, “high-humidity environment” is not par-
ticularly limited, so long as it is an environment capable of
moistening the rubber composition, although a humidity of
from 40 to 100% is preferred.

Or the water can be worked into a jelly state and blended
into the above rubber composition. Alternatively, a material
obtained by first supporting water on a filler, unvulcanized
rubber, rubber powder or the like can be blended into the
rubber composition. Because such an approach is easier to
carry out than directly blending in water, the golf ball pro-
duction efficiency can be improved. The type of material in
which a given amount of water has been included, although
not particularly limited, is exemplified by fillers, unvulca-
nized rubbers and rubber powders in which sufficient water
has been included. The use of a material which undergoes no
loss of durability or resilience is especially preferred. The
moisture content of the above material is preferably at least 3
wt %, more preferably at least 5 wt %, and even more pref-
erably atleast 10 wt %. The upper limit is preferably not more
than 99 wt %, and even more preferably not more than 95 wt
%.
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In this invention, a metal monocarboxylate may be used
instead of the above water. Metal monocarboxylates are dis-
tinguished from metal dicarboxylates in which carboxylic
acid is presumably coordinate bonded to a metal, such as zinc
diacrylate of the formula (CH,—CHCOO),Zn. A metal
monocarboxylate introduces water into the rubber composi-
tion by way of a dehydration/condensation reaction, and thus
provides an effect similar to that of water. Moreover, because
a metal monocarboxylate can be blended into a rubber com-
position as a powder, the operation can be simplified and
uniform dispersion within the rubber composition is easy. In
order to carry out the above reaction effectively, a monosalt is
required. The amount of metal monocarboxylate included per
100 parts by weight of the base rubber is preferably at least 1
part by weight, and more preferably at least 3 parts by weight.
The upper limit in the amount of metal monocarboxylate
included is preferably not more than 60 parts by weight, and
more preferably not more than 50 parts by weight. If the
amount of metal monocarboxylate included is too small, it
may be difficult to obtain a suitable crosslink density and tan
d, as a result of which a sufficient golf ball spin rate lowering
effect may not be achievable. On the other hand, if too much
is included, the core may become too hard, as a result of
which it may be difficult for the ball to maintain a suitable feel
at impact.

The carboxylic acid used may be, for example, acrylic acid,
methacrylic acid, maleic acid, fumaric acid or stearic acid.
Examples of the substituting metal include sodium, potas-
sium, lithium, zinc, copper, magnesium, calcium, cobalt,
nickel and lead, although the use of zinc is preferred. Illus-
trative examples of the metal monocarboxylate include zinc
monoacrylate and zinc monomethacrylate, with the use of
zinc monoacrylate being especially preferred.

In addition to above-described components (A) to (C), it is
possible to also include in the rubber composition (D) an
organosulfur compound, (E) a co-crosslinking agent and (F)
an inert filler. If necessary, an antioxidant may also be
included. These ingredients are described in detail below.
(D) Organosulfur Compound

An organosulfur compound may be included in the rubber
composition. The organosulfur compound is exemplified by,
but not particularly limited to, thiophenols, thionaphthols,
halogenated thiophenols, and metal salts thereof. Specific
examples include the zinc salts of pentachlorothiophenol,
pentafluorothiophenol, pentabromothiophenol and parachlo-
rothiophenol, and diphenylpolysulfides, dibenzylpolysul-
fides, dibenzoylpolysulfides, dibenzothiazoylpolysulfides
and dithiabenzoylpolysulfides having from 2 to 4 sulfurs.
These may be used singly or two or more may be used in
combination. Of the above, preferred use may be made ofthe
zine salt of pentachlorothiophenol and/or diphenyldisulfide.

It is recommended that the organosulfur compound be
included in an amount, per 100 parts by weight of the base
rubber, of preferably at least 0.1 part by weight, more prefer-
ably at least 0.2 part by weight, and even more preferably at
least 0.5 part by weight, but preferably not more than 5 parts
by weight, more preferably not more than 4 parts by weight,
and even more preferably not more than 3 parts by weight. If
the amount of organosulfur compound included is too large,
the material molded under heat from the rubber composition
may have a hardness that is too low. On the other hand, if the
amount included is too small, an improvement in the resil-
ience may be unlikely to occur.

(E) Co-Crosslinking Agent

The co-crosslinking agent is a metal salt of an ¢, -unsat-
urated carboxylic acid having from 3 to 8 carbons. In the
invention, “co-crosslinking agent” refers to a material which
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lacks the above-described dehydration reaction. Illustrative
examples of the a,f-unsaturated carboxylic acid include
acrylic acid, methacrylic acid, maleic acid and fumaric acid.
Acrylic acid is preferred because it confers a high resilience.
The metal of the metal salt is exemplified by zinc, sodium,
magnesium, calcium and aluminum, with zinc being espe-
cially preferred. Accordingly, zinc acrylate is preferred as the
co-crosslinking agent.

The above co-crosslinking agent has an average particle
size of preferably from 3 to 30 um, more preferably from 5 to
25 um, and even more preferably from 8 to 15 pm. When the
co-crosslinking agent has an average particle size of less than
3 um, it tends to aggregate within the rubber composition, as
a result of which the reactivity between acrylic acid mol-
ecules increases and the reactivity between molecules of the
base rubber decreases, which may make it impossible to
obtain an acceptable golf ball rebound. On the other hand,
when the co-crosslinking agent has an average particle size
greater than 30 pum, the co-crosslinking agent particles are too
large, leading to a large variability in the properties of the
resulting golfball. The co-crosslinking agent is included in an
amount per 100 parts by weight of the base rubber which,
although not particularly limited, is preferably from 3 to 60
parts by weight, more preferably from 5 to 45 parts by weight,
and even more preferably from 20 to 40 parts by weight. If the
amount included is less than the above range, the material
molded under heat from the rubber composition may be too
soft, resulting in a poor resilience. On the other hand, if the
amount included is greater than the above range, the material
molded under heat from the rubber composition may be too
hard, resulting in a poor feel at impact for the golf ball.

As mentioned above, when a metal monocarboxylate is
used instead of water in this invention, it is preferable for the
relative proportions of the above co-crosslinking agent and
the metal monocarboxylate, expressed as the weight ratio
therebetween  (metal monocarboxylate/co-crosslinking
agent), to be within the range of 0.1 to 10.

(F) Inert Filler

Tlustrative examples of inert fillers include inorganic fill-
ers such as zinc oxide, barium sulfate and calcium carbonate.
The amount of inert filler included per 100 parts by weight of
the base rubber is preferably at least 1 part by weight, more
preferably at least 3 parts by weight, and even more prefer-
ably at least 5 parts by weight. The upper limit is preferably
not more than 100 parts by weight, more preferably not more
than 60 parts by weight, even more preferably not more than
45 parts by weight, and most preferably not more than 40
parts by weight.

Antioxidant

In this invention, an antioxidant may be optionally
included in the rubber composition. For example, use may be
made of a commercially available product such as Nocrac
NS-6, Nocrac NS-30 or Nocrac 200 (all products of Ouchi
Shinko Chemical Industry Co., [.td.). These may be used
singly or two or more may be used in combination. The
amount of antioxidant included is not particularly limited,
and may be set to preferably at least 0.1 part by weight, and
more preferably at least 0.15 part by weight, per 100 parts by
weight of the base rubber. The upper limit may be set to
preferably not more than 5.0 parts by weight, more preferably
not more than 4.0 parts by weight, and even more preferably
not more than 3.0 parts by weight. If too much or too little
antioxidant is included, a proper core hardness gradient may
not be obtained, which may make it impossible to achieve a
good rebound, durability and spin rate-lowering effect on full
shots.
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The core in this invention can be obtained by using a
method similar to that used in conventional golf ball rubber
compositions to vulcanize and cure the above-described rub-
ber composition. Exemplary vulcanization conditions
include a vulcanization time of between 100 and 200° C. and
a vulcanization time of between 5 and 40 minutes.

It is recommended that the core diameter be preferably at
least 30 mm, more preferably at least 32 mm, and even more
preferably at least 34 mm, but preferably not more than 40
mm, more preferably not more than 39 mm, and even more
preferably not more than 38 mm. If the diameter is too small,
a sufficient spin rate-lowering effect and a sufficient rebound
may not be achievable. On the other hand, if the diameter is
too large, it may not be possible to obtain a sufficient spin
rate-lowering eftect, in addition to which the effects normally
conferred by the cover may not be attainable.

Itis recommended that the core (hot-molded material ) have
a deflection when compressed under a final load of 1,275 N
(130 kgf) from an initial load state of 98 N (10 kgf) which,
although not particularly limited, is preferably at least 2.5
mm, more preferably at least 2.8 mm, and even more prefer-
ably at least 3.0 mm, but is preferably not more than 8.0 mm,
more preferably not more than 7.8 mm, and even more pref-
erably not more than 7.5 mm. If the deflection is too much
larger than the above range, the core will become too soft, as
aresult of which a sufficient spin rate-lowering effect may not
be obtained and the rebound may decrease. On the other hand,
if the deflection is too much smaller than the above value, a
spin rate-lowering effect may not be obtained and the feel of
the ball at impact may end up becoming hard.

Next, the core hardness is explained.

The core has a center hardness which, when expressed in
terms of JIS-C hardness, although not particularly limited, is
preferably at least 45, more preferably at least 50, and even
more preferably at least 52. The upper limit value is prefer-
ably not more than 70, more preferably not more than 65, and
even more preferably not more than 60. At a core center
hardness outside of the above range, the feel of the ball at
impact may worsen, the durability of the ball may decrease,
and a spin rate-lowering effect may not be attainable.

The core has a surface hardness which, when expressed in
terms of JIS-C hardness, although not particularly limited, is
preferably at least 65, more preferably at least 70, and even
more preferably at least 72. The upper limit value is prefer-
ably not more than 95, more preferably not more than 90, and
even more preferably not more than 88. At a core surface
hardness lower than the above range, the spin rate may
increase too much and the resilience may decrease, as a result
of which a sufficient distance may be obtained. On the other
hand, at a core surface hardness higher than the above range,
the feel at impact may become too hard or the durability to
cracking on repeated impact may worsen.

The JIS-C hardness difference obtained by subtracting the
core center hardness from the core surface hardness (core
surface hardness—core center hardness), although not particu-
larly limited, is preferably at least 15, more preferably at least
17, and even more preferably at least 20. The upper limit is
preferably not more than 40, more preferably not more than
35, and even more preferably not more than 30. If the above
hardness difference value is too small, the spin rate-lowering
effect on shots with a W#1 may be inadequate, as a result of
which a good distance may not be achieved. On the other
hand, if the hardness difference value is too large, the initial
velocity of the golf ball when actually shot may decrease,
resulting in a poor distance, and the durability to cracking on
repeated impact may worsen. As used herein, “center hard-
ness” refers to the hardness as measured at the center of the
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cross-section obtained by cutting the core in half through the
center, and “surface hardness” refers to the hardness mea-
sured at the core surface (spherical surface). Also, “JIS-C
hardness” refers to the hardness measured with a JIS-C
spring-type durometer, as specified in JIS K 6301-1975.

In this invention, it is preferable for the core center in the
vulcanized core to have a higher moisture content than the
core surface. The moisture content of the molded core can be
suitably controlled by way of such factors as the amount of
water blended into the rubber composition, the molding tem-
perature and the molding time.

The moisture content at the core center, although not par-
ticularly limited, is preferably at least 1,000 ppm, more pref-
erably at least 1,200 ppm, and even more preferably at least
1,500 ppm. The upper limit is preferably not more than 7,000
ppm, more preferably not more than 6,000 ppm, and even
more preferably not more than 5,000 ppm. The moisture
content at the core surface, although not particularly limited,
is preferably at least 800 ppm, more preferably at least 1,000
ppm, and even more preferably at least 1,200 ppm. The upper
limit is preferably not more than 5,000 ppm, more preferably
not more than 4,000 ppm, and even more preferably not more
than 3,000 ppm. The (core surface moisture content—core
center moisture content) value is preferably 0 ppm or below,
more preferably =100 ppm or below, and even more prefer-
ably —200 ppm or below. The lower limit value is preferably
-1,000 ppm or above, more preferably =700 ppm or above,
and even more preferably —600 ppm or above.

Measurement of the above moisture content can be carried
out with ordinary instruments. For example, using a
Hiranuma AQ-2100 micro-moisture analyzer and an
EV-2000 moisture vaporizer (both available from Hiranuma
Sangyo Corporation), measurement of the moisture content
can be carried out at a measurement temperature of 130° C.,
a keep-warm time of 3 minutes and a background measure-
ment time of 30 seconds.

Letting V,, be the initial velocity of the core measured after
removing the cover from a ball obtained by molding a cover
material over a core and letting Vi, be the initial velocity of
the core measured 60 days after the day on which V, was
measured, V, is preferably at least 77.0 m/s, more preferably
at least 77.1 m/s, and even more preferably at least 77.2 m/s,
but preferably not more than 78.5 m/s, more preferably not
more than 78.3 m/s, and even more preferably not more than
78.0 m/s. Vg, is preferably at least 77.0 nv/s, and more pref-
erably at least 77.1 m/s, but preferably not more than 77.8
m/s, more preferably not more than 77.7 m/s, and even more
preferably not more than 77.6 m/s. In cases where core initial
velocities V, and V, within the above ranges cannot be
obtained, achieving a satisfactory distance is difficult. Also, if
the core initial velocity is too high, the golf ball may not
conform to the Rules of Golf.

The value V-V, preferably satisfies the relationship
Vo—V,<0.7, more preferably satisfies the relationship
V=V 40<0.6, and still more preferably satisfies the relation-
ship V-V ,<0.5. In this invention, in cases where moisture
has been blended in a good balance into the core, even if the
core comes directly into contact with the atmosphere, it is not
readily influenced by the humidity, enabling changes in the
core initial velocity to be suppressed.

In the invention, the core initial velocity can be measured
using an initial velocity measuring apparatus of the same type
as the USGA drum rotation-type initial velocity instrument
approved by the R&A. In this case, the core can be tested in a
chamber at a room temperature of 23+2° C. after being held
isothermally in a 23+1° C. environment for at least 3 hours.

Next, the crosslink density of the core is explained.
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In this invention, the crosslink density at the center of the
core is preferably at least 6.0x10* mol/m>, more preferably at
least 7.0x10? mol/m?, and even more preferably at least 8.0x
10? mol/m®. The upper limit value is preferably not more than
15.0x10* mol/m>, more preferably not more than 14.0x10?
mol/m®, and even more preferably not more than 13.0x10?
mol/m>. Also, the crosslink density at the surface of the core
is preferably at least 13.0x10* mol/m>, more preferably at
least 14.0x10* mol/m®, and even more preferably at least
15.0x10% mol/m>. The upper limit value is preferably not
more than 30.0x10? mol/m?®, more preferably not more than
28.0x10* mol/m>, and even more preferably not more than
26.0x10* mol/m®. The difference in crosslink density
between the core center and the core surface, expressed as
(crosslink density of core surface)-(crosslink density of core
center), is preferably at least 9.0x10* mol/m> and preferably
not more than 30.0x10* mol/m?. Ifthe crosslink density at the
core center or the core surface falls outside of the above
ranges, there is a possibility that the water within the rubber
composition may not fully contribute to decomposition of the
organic peroxide during vulcanization, as a result of which a
sufficient spin rate-lowering effect on the ball may not be
obtained.

The crosslink density can be measured by the following
procedure.

A circular disk having a thickness of 2 mm is cut out by
passing through the geometric center of the core. Next, using
a punching press, samples having a diameter of 3 mm are
punched out at the core center and at measurement places not
more than 4 mm inward of respective sites corresponding to
the core surface, and the sample weights are measured with an
electronic balance capable of measurement in units of two
decimal places (mg). The sample and 8 mL of toluene are
placed in a 10 mL vial, and the vial is closed with a stopper
and left at rest for at least 72 hours, following which the
solution is discarded and the sample weight following immer-
sion is measured. Using the Flory-Rehner equation, the
crosslink density of the rubber composition is calculated from
the sample weights before and after swelling.

v=—(In(1-v,)+v, 4,2 )V (v,V3-v,/2)

(where v is the crosslink density, v, is the volume fraction of
rubber in the swollen sample, v is an interaction coefficient,
and V| is the molar volume of toluene)

v, =Var/(VartVr)
Var=(wwp)/p

Vis(wew)lpr

(where Vz is the volume of butadiene rubber in the rubber
composition, V, is the volume of toluene in the swollen
sample, v,is the weight fraction of filler in the rubber com-
position, p is the density of the rubber composition, wis the
sample weight before immersion, w, is the sample weight
after immersion, and pis the density of toluene)
Calculation is carried out at a V, value of 0.1063x107>
m>/mol, a p,value of0.8669, and at a value fory, based on the
literature (Macromolecules 2007, 40, 3669-3675), of 0.47.
Next, the product PxE of the difference in crosslink density
P (mol/m®) between the core surface and the core center,
expressed as (crosslink density at core surface)-(crosslink
density at core center), multiplied by the deflection E (mm) of
the core when compressed under a final load of 1,275 N (130
kgf) from an initial load state of 98 N (10 kgf) is explained.
Generally, as the core hardness becomes higher, i.e., as the
core deflection E (mm) becomes smaller, the above difference
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P (mol/m?) in crosslink density tends to become larger. By
multiplying E by P as described above, the influence of the
core hardness can be canceled out, enabling the value PxE to
be used as an indicator of the reduction in spin rate. The above
PxE value is preferably at least 26x10* mol/m*-mm, more
preferably at least 27x10% mol/m®-mm, and even preferably at
least 28x10% mol/m>-mm. As explained above, with the emer-
gence of a difference in crosslink density between the core
center and the core surface, a golf'ball can be obtained which
has a lower spin rate, a higher durability and also, even with
use over an extended period of time, no decline in initial
velocity.

Next, the method of measuring the dynamic viscoelasticity
of the core is explained.

Generally, the viscoelasticity of a rubber material is known
to have a strong influence on the performance of rubber
products. Also, with regard to the loss tangent (tan d), which
represents the ratio of energy lost to energy stored, it is known
that a smaller tan d is associated with a larger contribution by
the elasticity component in rubber, and that a larger tan 0 is
associated with a larger contribution by the viscosity compo-
nent. In this invention, in a dynamic viscoelasticity test on
vulcanized rubber at the core center in which measurement is
carried out at a temperature of —12° C. and a frequency of 15
Hz, letting tan 3, be the loss tangent at a dynamic strain of 1%
and tan 9, be the loss tangent at a dynamic strain of 10%, the
slope of these tan § values, expressed as [(tan 8,,~tan d,)/
(10%-1%)], is preferably not more than 0.003, and more
preferably not more than 0.002. If the above tan § values
become large, the energy loss by the core becomes too large,
which may make it difficult to obtain a satisfactory rebound
and a spin rate-lowering effect. Various methods may be
employed to measure the dynamic viscoelasticity perfor-
mance of the core. For example, a circular disk having a
thickness of 2 mm may be cut out of the core encased by the
cover by passing through the geometric center thereof, fol-
lowing which, with this as the sample, a punching press may
be used to punch out a 3 mm diameter specimen at the place
of measurement. In addition, by employing a dynamic vis-
coelasticity measuring apparatus (such as that available under
the product name EPLEXOR 500N from GABO) and using a
compression test holder, the tan 8 values under dynamic
strains of 0.01 to 10% can be measured at an initial strain of
35%, a measurement temperature of —12° C. and a frequency
of 15 Hz, and the slope determined based on the results of
these measurements.

Next, the cover of one layer or a plurality of layers encasing
the core is described.

The cover material is not particularly limited, although use
can be made of known materials such as various ionomeric
resins and urethane elastomers that are used in golf balls.

To achieve an even further spin rate-lowering effect, it is
especially preferable to use a highly neutralized ionomeric
material in the layer adjoining the core. Specifically, the use
of'a material formulated from components (a) to (d) below is
preferred; that is, a mixed material obtained by the admixture
of: 100 parts by weight of a resin component obtained by
blending

(a) a base resin containing

(a-1) an olefin-unsaturated carboxylic acid random
copolymer and/or a metal ion neutralization product
of an olefin-unsaturated carboxylic acid random
copolymer, and

(a-2) an olefin-unsaturated carboxylic acid-unsaturated
carboxylic acid ester random terpolymer and/or a
metal ion neutralization product of an olefin-unsatur-
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ated carboxylic acid-unsaturated carboxylic acid
ester random terpolymer in a weight ratio of from
100/0 to 0/100 with
(b) anon-ionomeric thermoplastic elastomer in a weight
ratio of from 100/0 to 50/50;
(c) from 5 to 80 parts by weight of a fatty acid and/or fatty
acid derivative having a molecular weight of between
228 and 1500; and
(d) from 0.1 to 17 parts by weight of a basic inorganic metal
compound capable of neutralizing unneutralized acid
groups on component (a) and component (c).
In cases where a mixed material of above components (a) to
(d) is used, it is especially preferable to use a mixed material
in which at least 70% of the acid groups are neutralized.

The material making up the outermost layer of the cover is
preferably one composed primarily of a urethane material,
and especially a thermoplastic urethane elastomer.

In addition, one, two or more intermediate cover layers
may be formed between the cover layer adjoining the core and
the outermost cover layer. In such a case, the use of a ther-
moplastic resin such as an ionomer as the intermediate layer
material is preferred.

To obtain the cover in this invention, use may be made of,
for example, a method in which a single-layer core or a
multilayer core of two or more layers that has been prefabri-
cated according to the type of ball is placed within a mold,
then the above mixture is mixed and melted under applied
heat and injection-molded over the core so as to encase the
core with the desired cover. In this case, cover production can
be carried out in a state where excellent thermal stability, flow
properties and processability are achieved. As a result, the
golf ball ultimately obtained has a high rebound, and more-
over has a good feel at impact and an excellent scuff resis-
tance. Alternatively, use may be made of a cover-forming
method other than the foregoing, such as one in which, for
example, a pair of hemispherical half-cups are molded
beforehand from the cover material of the invention, follow-
ing which the core is enclosed within the half-cups and mold-
ing is carried out under applied pressure at 120 to 170° C. for
1 to 5 minutes.

In cases where the cover has only one layer, the thickness
of that layer may be set to from 0.3 to 3 mm. In cases where
the cover has two layers, the thickness ofthe outer cover layer
may be set in the range 0f 0.3 to 2.0 mm, and the thickness of
the inner cover layer may be set in the range 0f 0.3 to 2.0 mm.
The Shore D hardnesses of the respective layers making up
the cover (cover layers) are not particularly limited, but are
preferably at least 40, and more preferably at least 45. The
upper limit is preferably not more than 70, and more prefer-
ably not more than 65.

Numerous dimples are formed on the surface of the outer-
most layer of the cover, in addition to which the cover may be
subjected to various types of treatment, such as surface prepa-
ration, stamping and painting. Particularly in cases where
such surface treatment is imparted to the cover formed of the
inventive cover material, the good moldability of the cover
surface enables surface treatment to be carried out effectively.

The invention provides a golf ball in which the above-
described rubber composition is used as the core material for
at least one layer of the core. The type of golf ball is not
particularly limited, provided the ball has a core and at least
one cover layer. For example, the rubber composition may be
used in the core of a solid golf ball, such as a two-piece or
three-piece solid golf ball having a solid core encased by a
cover or a multi-piece golf ball having a construction of three
or more layers, or as the core in a wound golf ball composed
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of' a wound core encased by a single layer cover or a cover
having a multilayer construction of two or more layers.

As described above, because the golf ball of the invention
uses a core material which undergoes little decrease in resil-
ience over time and little energy loss, the ball maintains a
good rebound and has a reduced spin rate, thus achieving an
increased distance, in addition to which it has an excellent
durability.

EXAMPLES

14

Deflection of the Core Under Specific Loading

The deflection by the core when compressed under a final
load of 1,275 N (130 kgf) from an initial load state of 98 N (10
kgf) was measured. The average values for 30 cores (n=30)
are shown in Tables 3 and 4.
Core Hardness Profile The surface of the core is spherical.
The indenter of a durometer was set so as to be substantially
perpendicular to the spherical surface, and the core surface
hardness in terms of JIS-C hardness was measured as speci-

' fied in JIS K6301-1975.

Examples of the invention and Comparative Examples are Wlth regard to the center har ﬁiness of the core, the core was
given below by way of illustration, although the invention is cut in half through the center with a ﬁne.: cutter, and the JIS-C
not limited by the following Examples. hardness at the center of the cross-section was measured.

15 Core Moisture Content
Examples 1 to 7, Comparative Examples 1 to 6 Using a Hiranuma AQ-2100 micro-moisture analyzer and
an EV-2000 moisture vaporizer (both available from

The cores for Examples 1 to 7 and Comparative Examples Hiranuma Sangyo Corporation), measurement of the mois-
1 to 6 were fabricated using the core materials composed ture content was carried out at a measurement temperature of
primarily of polybutadiene shown in Table 1 below. 130° C., a keep-warm time of 3 minutes and a background

TABLE 1
(units: parts by weight)
Example Comparative Example

1 2 3 4 5 6 7 1 2 3 4 5 6
Polybutadiene: 100 100 100 100 100 100 100 100 100 100
BRS1
Polybutadiene: 100 100 100
BRO1
Zinc oxide 4 4 4 4 4 4 4 4 4 4 4 4 4
Barium sulfate for modification of specific gravity
Antioxidant 01 o1 01 01 01 01 o0l 01 01 o0l 01 01 01
Zinc salt of 06 06 06 06 1 06 06 06 06 06 06 06 06
pentachloro-
thiophenol
Zinc acrylate 36 36 36 25 24 36 5 3 28 36 28 30 36
Water 05 1 1.5 1 0.01
Zine 75 15 60 0.1
monoacrylate
Organic 1 1 1 1 1 1 11 1 1 1 1 1
peroxide
Moisture content 2,077 2,661 3,184 1,532 1,923 2,053 3,519 784 801 743 759 810 881
of mixed rubber
(ppm)

Details on the above formulations are given below. 45 Mmeasurement time of 30 seconds. The interval time was setto
Polybutadiene rubber: Trade name, “BR 51 (from JSR Cor- 99 seconds, and the current was set to “fast.”” Measurement

poration); polymerized with a neodymium catalyst results within a radius of 5 mm from the core center were
Polybutadiene rubber: Trade name, “BR 01” (from JSR Cor- treated as core center moisture contents, and measurement

poration); polymerized with a nickel catalyst results within 5 mm of the core surface were treated as core
Zinc oxide: Trade name, “Zinc Oxide Grade 3” (from Sakai 50 outside moisture contents.

Chemical Co., Ltd.) . . Crosslink Density of Core (Toluene Swelling Test)
Barium sulfate: Trade name, “Barico #100” (from Hakusui . . . .

Tech) A circular disk having a thickness of 2 mm was cut out by
Antioxidant: Trade name, “Nocrac NS-6” (from Ouchi passing through the geometric center of the core. Next, using

Shinko Chemical Industry Co., Ltd.) 55 a punching press, samples having a diameter of 3 mm were
Zinc salt of pentachlorothiophenol: from Wako Pure Chemi- ~ punched out at the places of measurement, and the sample

cal Industries, Ltd. weight was measured using an electronic balance capable of
Zinc acrylate: from Nippon Shokubai Co., Ltd. measurement in units of two decimal places (mg). The sample
Distilled water: from Wako Pure Chemical Industries, Ltd. and 8 mL of toluene were added to a 10 mL vial, following
Zinc monoacrylate: from Nippon Shokubai Co., Ltd. 60 which the vial was closed with a stopper and left at rest. After
Organic Peroxide: Dicumyl peroxide, available under the 72 hours had elapsed, the liquid within the vial was discarded

trade name “Percumyl D” from NOF Corporation and the sample weight following immersion was measured.

Each of the cores fabricated as described above was tested Using the Flory-Rehner equation, the crosslink density of'the
for deformation under a specific loading, hardness profile, rubber composition was calculated from the sample weights
moisture content, crosslink density, dynamic viscoelastic 65 before and after swelling.

properties and initial velocity of the core after standing. The
results are shown in Tables 3 and 4.

V==(In(1=v, )4y, 49,2V V. (v, =v,12)
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(where v is the crosslink density, v, is the volume fraction of
rubber in the swollen sample, y is an interaction coefficient,
and V| is the molar volume of toluene)

v, =Var(VertVr)
Var=(w~wp)/p

Vi=(we-wplpr
(where Vg is the volume of butadiene rubber in the rubber
composition, V, is the volume of toluene in the swollen
sample, v, is the weight fraction of filler in the rubber com-
position, p is the density of the rubber composition, w,is the
sample weight before immersion, w, is the sample weight
after immersion, and p,is the density of toluene)

Calculation was carried out at a V, value of 0.1063x10?
m>/mol, a p,value of0.8669, and at a value fory, based on the
literature (Macromolecules 2007, 40, 3669-3675), of 0.47.
Dynamic Viscoelastic Properties of Core

A circular disk having a thickness of 2 mm was cut out by
passing through the geometric center of the core. With this as
the sample, a punching press was used to punch out a 3 mm
diameter specimen at the place of measurement. By employ-
ing a dynamic viscoelasticity measuring apparatus (such as
that available under the product name EPLEXOR 500N from
GABO) and using a compression test holder, the loss tangents
(tan 0) under dynamic strains of 0.01 to 10% were measured
atan initial strain 0f35%, a measurement temperature of —12°
C. and a frequency of 15 Hz.

Initial Velocity after Core Standing

A core was prepared by peeling the cover off of'a golf ball.
Letting the core initial velocity measured on the day that the
cover was peeled off be the Day O result, the initial core
velocities when 30 days and 60 days had elapsed thereafter
were treated as the Day 30 and Day 60 results. The core was
left standing in a chamber controlled to a temperature of 24°
C. and 40% humidity. The initial velocity was measured using
an initial velocity measuring apparatus of the same type as the
USGA drum rotation-type initial velocity instrument
approved by the R&A. The core was tested in a chamber at a
room temperature of 23+2° C. after being held isothermally in
a23+1° C. environment for at least 3 hours. Twenty balls were
each hit twice. The time taken for the ball to traverse a dis-
tance of 6.28 ft (1.91 m) was measured and used to compute
the initial velocity. This cycle was carried out over a period of
about 15 minutes.

Next, using a three-layer cover (envelope layer, intermedi-
ate layer and outermost layer) having the properties shown in
Table 2 below, a multi-piece solid golf ball having a four-layer
construction composed of a core encased by, in order, an
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TABLE 2

Outermost layer Material urethane**

Thickness 0.8 mm
Intermediate layer Material ionomer*?

Thickness 1.13 mm
Envelope layer Material ionomer*3
(layer adjacent to core) Thickness 1.35 mm

*1 A urethane compound using three types of urethane: Pandex T8283, Pandex T8290 and
Pandex T8295, all from DIC-Bayer Polymer, Ltd.

*2An ionomer compound using three types of ionomer: Himilan 1605, Himilan 1706 and
Himilan 1557, all from DuPont-Mitsui Polychemicals Co., Ltd.

*SHZPFIOOO, from E.I. DuPont de Nemours & Co.

The properties (spin rate, feel at impact, durability) of the
golfballs in these Examples and Comparative Examples were
evaluated as follows. The results are presented in Table 3 and
4.

[Evaluation of Ball Properties]
Ball Deflection (Mm)

The deflection (mm) of a golf ball when compressed under
a final load of 1,275 N (130 kgf) from an initial load state of
98 N (10 kgf) was measured.
Spin Rate of Ball (rpm)

A driver (W#1) manufactured by Bridgestone Sports Co.,
Ltd. (TourStage ViQ (2012 model); loft angle, 11.5°) was
mounted on a golf swing robot and used to strike balls at a
head speed (HS) of 45 m/s. A number 6 iron (I#6) manufac-
tured by Bridgestone Sports Co., Ltd. (TourStage ViQ (2012
model)) was mounted on a golf swing robot and used to strike
balls at a head speed (HS) of 38 m/s. The balls immediately
after being struck were measured with an apparatus for mea-
suring the initial conditions.

Durability of Ball

The durability of the golf ball was evaluated using an ADC
Ball COR Durability Tester produced by Automated Design
Corporation (U.S.). This tester fires a golf ball pneumatically
and causes it to repeatedly strike two metal plates arranged in
parallel. The incident velocity against the metal plates was set
at 43 m/s. The number of shots required for the golf ball to
crack was measured, and the average value obtained from
measurements of five golf balls (n=>5) was determined.

Good: 100 shots or more

Fair: from 50 to 99 shots

NG: 49 shots or less
Feel of Ball at Impact

Using a W#1 golf club, a sensory evaluation was carried
out under the following criteria by a panel of ten amateur
golfers having head speeds of from 35 to 40 m/s.

envelope layer, an intermediate layer and an outermost layer 50 Good: da}lela Si sevenl tout of the ten golfers experienced a
was obtained for each of the cores produced above. Although goo e a. lmpac )
not shown in a diagram, dimples in a certain pattern common Fa%r - five or six of the golfers experienced a good feel at
to each ball were formed on the surface of the ball cover in all impact
of'the Examples according to the invention and the Compara- NG: four or fewer of the ten golfers experienced a good feel
tive Examples. at impact
TABLE 3
Example
1 2 3 4 5 6 7
Core Diameter (mm), average 36.95 36.96 36.95 36.95 36.95 36.96 36.96
properties Weight (g), average 32.01 32.03 32.03 32.03 32.03 32.04 32.03
Deflection under load 3.35 3.89 3.86 3.71 3.80 3.95 3.67
(mm), average
Hardness Center 60.8 56.5 54.3 59.0 57.7 56.4 59.0
profile Surface 85.0 83.6 83.8 84.1 85.6 82.2 86.1
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TABLE 3-continued
Example
1 2 3 4 5 6 7
(JIS-C) Surface — Center 24.3 27.2 29.5 25.2 28.0 25.8 27.1
Core Center 1501 2003 2437 1754 1894 1839 2529
moisture Surface 1421 1565 1871 1620 1728 1621 2232
content (ppm) Surface — Center -80 -438 -566 -134 -166 -218 -297
Crosslink (x10? Center 10.8 9.1 10.6 10.8 10.0 9.8 9.9
density mol/m?) Intermediate 11.7 10.2 11.0 11.9 11.0 10.4 104
Outside 20.3 22.0 24.8 20.0 23.3 20.2 25.3
Outside — 9.5 12.9 14.2 9.2 13.2 10.4 15.4
Center, P
(x10? PxE 31.7 50.1 54.7 34.1 50.2 41.1 56.5
mol/m? - mm)
Tan & 0.1% strain 0.047 0.039 0.038 0.04 0.037 0.042 0.04
at core 1% strain 0.052 0.039 0.039 0.049 0.038 0.045 0.043
center 10% strain 0.066 0.054 0.053 0.062 0.051 0.06 0.057
Slope of 10% strain and 0.0016 0.0017 0.0016 0.0014 0.0014 0.0017 0.0016
1% strain
Initial 0 days of standing (V) 71.55 77.32 77.30 77.40 77.49 77.25 77.35
velocity 30 days of standing (V) 77.29 77.11 77.08 77.14 77.29 77.06 77.12
after core 60 days of standing (Vo) 77.07 76.93 76.92 76.93 77.08 76.84 76.89
standing Initial velocity 0.26 0.21 0.22 0.26 0.20 0.19 0.23
(m/s) difference (V30— Vo)
Initial velocity 0.48 0.39 0.38 0.47 0.41 0.41 0.46
difference (Vgo — Vo)
Ball Deflection under load 2.50 2.75 2.72 2.75 2.65 2.80 2.49
propetties (mm), average
Spin rate Driver (W#1) 2711 2540 2552 2587 2584 2530 2711
(rpm) Iron (I#6) 6231 5566 5552 5758 5673 5611 6209
Durability good good good good good good good
Feel at impact good good good good good good good
TABLE 4
Comparative Example
1 2 3 4 5 6
Core Diameter (mm), average 36.85 36.85 36.90 36.91 36.95 36.95
propetties Weight (g), average 31.80 31.80 31.89 31.96 32,01 32.03
Deflection under load 2.72 3.80 2.89 3.93 3.34 2.75
(mm), average
Hardness Center 66.4 63.2 64.4 62.1 65.2 65.4
profile Surface 84.0 80.2 82.1 80.0 83.5 84.0
(JIS-C) Surface — Center 17.6 17.0 17.7 17.9 18.3 18.6
Core Center 884 737 805 834 794 805
moisture Surface 1621 1669 1719 1643 1783 1713
content (ppm) Surface — Center 737 932 914 809 989 908
Crosslink (x10? Center 133 10.3 12.7 9.5 12.5 133
density mol/m?) Intermediate 13.1 10.8 13.0 10.0 12.8 134
Outside 21.9 17.2 20.3 15.7 19.8 21.8
Outside — 8.5 6.8 7.6 6.2 7.3 8.4
Center, P
(x10? PxE 23.2 259 22.0 244 24.4 23.2
mol/m? - mm)
Tan & 0.1% strain 0.054 0.049 0.05 0.046 0.052 0.052
at core 1% strain 0.061 0.048 0.055 0.046 0.058 0.059
center 10% strain 0.097 0.093 0.087 0.087 0.092 0.093
Slope of 10% strain and 0.0040 0.0050 0.0036 0.0046 0.0038 0.0038
1% strain
Initial 0 days of standing (V) 78.05 77.28 77.85 77.20 71.53 77.98
velocity 30 days of standing (V3q) 77.71 76.95 7749 76.87 77.18 77.62
after 60 days of standing (V) 77.33 76.57 77.15 76.45 76.80 77.27
core Initial velocity 0.34 0.33 0.36 0.33 0.35 0.36
standing difference (V30— Vo)
(m/s) Initial velocity 0.72 0.71 0.70 0.75 0.73 0.71
difference (Vgo — Vo)
Ball Deflection under load 2.25 2.90 2.31 3.04 2.60 2.18
propetties (mm), average
Spin rate Driver (W#1) 2929 2572 2901 2554 2722 2939
(rpm) Iron (I#6) 6885 5903 6854 5864 6327 6880
Durability good good good good good good
Feel at impact NG fair fair fair good NG
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It is apparent from the results in Tables 3 and 4 above that
the golf balls in the Examples of the invention all achieved a
reduced spin rate on shots with a driver, in addition to which
the change over time in rebound, the durability and the feel at
impact were all excellent.

By contrast, in Comparative Examples 1 to 6, because the
moisture content in the rubber composition before vulcani-
zation was low, the cores from which the covers were
removed after molding of the cover underwent large
decreases in initial velocity. Moreover, in Comparative
Example 1, because the tan 0 in the viscoelasticity at the core
center was too large, the core was too receptive to spin. In
Comparative Examples 2 to 6, the difference in crosslink
density between the core surface and the core center was too
small and the tan § was too large, as a result of which it was
difficult in each of these cases to maintain a good feel at
impact. Moreover, a reduced spin rate could not be achieved.

The invention claimed is:

1. A golf'ball comprising a core and a cover of one layer or
a plurality of layers, wherein the core is formed of a material
molded under heat from a rubber composition comprising the
following components (A) to (C):

(A) a base rubber,

(B) an organic peroxide, and

(C) water;
and the product PxE of the difference P (mol/m?) in crosslink
density between a surface of the core and a center of the core,
as measured based on a toluene swelling test, multiplied by
the deflection E (mm) of the core when compressed under a
final load 0f 1,275 N (130 kgf) from an initial load state of 98
N (10 kgf) is at least 28x10* mol/m>-mm.

2. The golf ball of claim 1, wherein the rubber composition
before vulcanization has a moisture content of at least 1,000
ppm.

3. The golf ball of claim 1, wherein the core after vulcani-
zation has a higher moisture content at the core center than at
the core surface.

4. The golfball of claim 1, wherein the difference between
the crosslink density at the core surface and the crosslink
density at the core center, both of which are crosslink densi-
ties measured based on a toluene swelling test, is at least
9x10* mol/m>.

5. The golfball of claim 1, wherein the rubber composition
includes from 0.1 to 5 parts by weight of an organosulfur
compound per 100 parts by weight of the base rubber.

6. The golfball of claim 1, wherein the core of the golfball
after molding of the cover has an initial velocity V,,, as mea-
sured after peeling away the cover, ofat least 77.0 m/s and not
more than 78.5 m/s.

7. The golf'ball of claim 1 which satisfies the relationship
Vo =Vo <0.7, wherein V, is the initial velocity of the core in
the golf ball after molding of the cover, as measured after
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peeling away the cover, and V4, is the initial velocity of the
core 60 days after measuring V.

8. The golf ball of claim 1 wherein, when the loss tangent
of'the core center is measured at a temperature of -12° C. and
a frequency of 15 Hz, letting tan 9, be the loss tangent at a
dynamic strain of 1% and tan §,, be the loss tangent at a
dynamic strain of 10%, the slope of these tan & wvalues,
expressed as [(tan 9, ,-tan 9, )/(10% —1% )], is not more than
0.003.

9. The golf ball of claim 1, wherein the JIS-C hardness
difference obtained by subtracting a core center hardness
from a core surface hardness is at least 20 and not more than
40.

10. A golf ball comprising a core and a cover of one layer
or a plurality of layers, wherein the core is formed of a
material molded under heat from a rubber composition com-
prising the following components (A) to (C):

(A) a base rubber,

(B) an organic peroxide, and

(C) water;
and, when the loss tangent of the core center is measured at a
temperature of —-12° C. and a frequency of 15 Hz, letting tan
9, be the loss tangent at a dynamic strain of 1% and tan 8, be
the loss tangent at a dynamic strain of 10%, the slope of these
tan d values, expressed as [(tan §,,—tan 9,)/(10% -1% )], is
not more than 0.003.

11. The golf ball of claim 10, wherein the rubber compo-
sition before vulcanization has a moisture content of at least
1,000 ppm.

12. The golf ball of claim 10, wherein the core after vulca-
nization has a higher moisture content at the core center than
at the core surface.

13. The golf ball of claim 10, wherein the core of the golf
ball after molding of the cover has an initial velocity V,, as
measured after peeling away the cover, of atleast 77.0 m/s and
not more than 78.5 m/s.

14. The golf ball of claim 10, wherein the rubber compo-
sition includes from 0.1 to 5 parts by weight of an organosul-
fur compound per 100 parts by weight of the base rubber.

15. The golf ball of claim 10 which satisfies the relation-
ship V=V ,<0.7, wherein V, is the initial velocity of the core
in the golf ball after molding of the cover, as measured after
peeling away the cover, and V4, is the initial velocity of the
core 60 days after measuring V.

16. The golf ball of claim 10, wherein the JIS-C hardness
difference obtained by subtracting a core center hardness
from a core surface hardness is at least 20 and not more than
40.



